
Lauclls~
Test~Laboratories, Inc.
940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry.~ and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

Certificate

LABORATORY NO. 11823

DATE: Sept. 22, 1988

POI ~954

Zinc
Chromium
Copper
Nickel

Zinc
Chromium
Copper
Nickel

_ 1_ _2_ _3_ _ 4_ _5_

0.057 0.12 0.051 0.27 0.087
0.87 0.69 0.83 3.7 2.5
0.24 0.29 0.15 0.75 0.41
0.48 0.51 0.49 1.7 1.3

Method
_ 6_ _7_ _ 8_ _9_ Blank

0.074 0.11 0.058 0.084 <0.002
1.5 2.2 0.84 0.85 <0.005
0.25 0.50 0.25 0.42 <0.002
0.80 1.3 0.68 0.48 <0.01

This reporl is submitted for the exclusive use of the perscn. pettnership. or corporation to whom it is addressed. Slbsequen, use 01 the name 01 this company or any
member 01 its stall in connection with lhe advertising or sale 01 any product or process will be !J'anted only on contract. ThiS company acc;epIS no responsibility except
lor the due petformance 01 inspection .-.dIor analysis in good laith and '!"COrding 10 'he rules 01 the~ and of sdel)C8.
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< indicates "less than"

Respectfully submitted,

Certificate
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Laucks Testing Laboratories, Inc.

tf.f!l~e~
JMO: 1aj

This report is submiltlld lot tile ..xdu.... use of tile penial, partnltIS/lip, or~ 10 whom it is addressed, Slbsequent use 01 the neme 01 this company or any
member 01 ilS stall in connection with lI1e advertising or sale 01 any product C1I process wi" be wanted only on contract. This company acc:epta no responsibility exc.pt
lor tile due performance of inspection enrJIor analysis in good laith and sc:coRling to tile rules of tile trade and 01 SCience. .
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